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BULLETIN " DESCRIPTION % FOUNDS | GALLONS
. . ) H .
Q76 Caleined Gypsum 73,17 2250
052 Attapel 40 _4.88 150
247 Mica "S" (Sericite) 9,76 300
251 Mica PSOF | 4.88 150
A2 Talcron CP-44=31 .88 150
216 Hydrated Lime ] bod
(98% minus
417 Sodium Citrate 100 mesh) .05 1.5
{58% minus -
332 Potassium Sulfate 100 mesh) .16 J to 10
453 Preservative .10 3.0
166 Hamaco 277 A 23
330 Polyvinyl Alcohol- /A 23
245 Thickener (Methocel 228) .49 15
TOTAL - 100,00 3075

1. A thorough clean-cut w1th whiting must be made before and after each

production run.

2.. Wall Texture or Joint Compounds are to be run immediately after a run

of this product.

3, Mixing time shall be 8 minutes minimum and 12 minutes maximum.
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